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Intertek Testing Services Shenzhen Ltd. Guangzhou GDD Branch 
3/F., Hengyun Building, 235 Kaifa Ave., Guangzhou 

Economic & Technological Development District, Guangzhou, China 
深圳天祥质量技术服务有限公司广州开发区分公司 

中国广州经济技术开发区开发大道 235 号恒运大厦 3 楼 

Tel: (8620)2232 1668 / 8396 6868     Fax: (8620)8222 7490    Postcode:510730 

Applicant: CENTERPLASTICS ENTERPRISE CO.,LTD Date:  Jun 26, 2013 
 MA WU AREA JIAO XIA DISTRICT 516127 

SHI WAN TOWN HUI ZHOU CITY GD CHINA 
 

 Attn:  LIN XIAO JIE 
  
 
Sample Description: 

One （1）group of submitted sample said to be Black TR/TPR material 
Standard : -- 
Ref. No. : -- 
P.O. No. : -- 
Buyer’s Name  : -- 
Vendor : -- 
Supplier : -- 
Manufacturer : CENTERPLASTICS PLASTICS&RUBBER CO.LTD 
Ref. : -- 
Country Of Origin : CHINA 
Goods Exported To : -- 
Date Received/Date Test Started : JUNE 13, 2013  

 
Conclusion: 
 

  Test Item  Result 
  Total Lead (Pb) Content  Pass 

 
  Total Cadmium (Cd) Content  Pass 

 
  Phthalate Content Test  Pass 

 
  
Should you have any query on this report, you may contact at gzfootwear@intertek.com 
 



 
 Number: GZHT90367992 
Tests Conducted (As Requested By The Applicant) 

AZ / lucyyang Page 2 Of 4 
Intertek Testing Services Shenzhen Ltd. Guangzhou GDD Branch 

3/F., Hengyun Building, 235 Kaifa Ave., Guangzhou 
Economic & Technological Development District, Guangzhou, China 

深圳天祥质量技术服务有限公司广州开发区分公司 
中国广州经济技术开发区开发大道 235 号恒运大厦 3 楼 

Tel: (8620)2232 1668 / 8396 6868     Fax: (8620)8222 7490    Postcode:510730 

 
1 Total Lead (Pb) Content 

 
With Reference To US EPA Method 3050B/3051, Acid Digestion Method Was Used And Total Lead Content Was 
Determined By Inductively Coupled Argon Plasma Spectrometry. 
 
   
 Result In ppm Limit In ppm 
 < 10 300 
 
The Above Limit Was Quoted From The Consent Judgement NO. RG-459448 Settled By Superior Court Of The 
State Of California For The County Of Alameda, For Bags, Purses, Belts And Footwear Based On The California 
Proposition 65. 
 
Remark : Detection Limit = 10 ppm  

ppm = parts per million 
 

Tested Component: Black Plastic 
 
 
 

2 Total Cadmium (Cd) Content 
 
With Reference To EPA3050B/3051, ACID Digestion Method Was Used And Total Cadmium Content Was 
Determined By Inductively Coupled Argon Plasma Spectrometry. 
 
   
 Result In ppm Limit In ppm 
 < 5 300 
 
The Above Limit Was Quoted From The Consent Judgement NO. RG 10-514803 Settled By Superior Court Of 
The State Of California For The County Of Alameda, For detachable ornaments Based On The California 
Proposition 65. 
 
Remark: ppm = Parts Per Million 
 
Tested Component: Black Plastic 
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3 Phthalate Content Test(CA65 All Ages): 

 

With Reference To CPSC-CH-C1001-09.3, by Gas Chromatographic-Mass Spectrometric (GC-MS) Analysis. 

 

Phthalates Result In ppm (w/w) Limit (Max) (w/w) 

   

Di-(2-EthylHexyl)-Phthalate (DEHP) < 100 1000 ppm 

Dibutyl Phthalate (DBP) < 100 1000 ppm 

Benzyl Butyl Phthalate (BBP) < 100 1000 ppm 

 

Remark: Detection Limit = 100 ppm (w/w) 

 

The Above Limit Was Quoted From The Consent Judgement NO. SF-10497729 & CIV-1106338 

 

Tested Component: Black Plastic 

 

 
 
  
 
 
This report is made solely on the basis of your instructions and/or information and materials supplied by you. It is not intended to be a 
recommendation for any particular course of action. Intertek does not accept a duty of care or any other responsibility to any person other than 
the Client in respect of this report and only accepts liability to the Client insofar as is expressly contained in the terms and conditions governing 
Intertek's provision of services to you. Intertek makes no warranties or representations either express or implied with respect to this report save 
as provided for in those terms and conditions. We have aimed to conduct the Review on a diligent and careful basis and we do not accept any 
liability to you for any loss arising out of or in connection with this report, in contract, tort, by statute or otherwise, except in the event of our 
gross negligence or wilful misconduct. 



 
 Number: GZHT90367992 
Tests Conducted (As Requested By The Applicant) 

AZ / lucyyang Page 4 Of 4 
Intertek Testing Services Shenzhen Ltd. Guangzhou GDD Branch 

3/F., Hengyun Building, 235 Kaifa Ave., Guangzhou 
Economic & Technological Development District, Guangzhou, China 

深圳天祥质量技术服务有限公司广州开发区分公司 
中国广州经济技术开发区开发大道 235 号恒运大厦 3 楼 

Tel: (8620)2232 1668 / 8396 6868     Fax: (8620)8222 7490    Postcode:510730 

 
 
 

 
 
 

 


		2013-06-26T21:02:29+0800
	Consumer Goods – Guangzhou




